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Category of Test

Test Report

No: MC226-230739

Unisce Tt PR ERAE AR

UNISCE CHEMICAL RESISTANT LAMINATE

LI R R F AR R E i 47 IR 7

JIANGSU JIASHUIA NEW MATERIAL GROUP CO.,LTD.

LI EE TR A R SR I A A BR 2 ]

JIANGSU JIASHUIA NEW MATERIAL GROUP CO.,LTD.
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o Unisce M 7HEE{EAR A A ST [ R
Narﬁe?f%jﬁl le UNISCE CHEMICAL RESISTANT Catiﬁiﬂgijf)q[est gojfrli?Sam le
P | LAMINATE gory p
-5 JA /A5 2 P AR
Specification/Class |~ Trade Mark o
ZAE LA TR TL I ZCH AR A A TR 22 7]
Applicant JIANGSU JIASHIJIA NEW MATERIAL GROUP CO.,LTD.
A7 BN A4 R VLI ZCHT AR AR B A A PR A 7
Producer JIANGSU JIASHIJIA NEW MATERIAL GROUP CO.,LTD.
IR S EETAS)
Contract No. MC22-230859 Sample No. MC22-230859-01
ZILHM 2023 409 H 22 H AR H 2023 4209 H 22 H
Date of Applicant | 22/09/2023 Date in 22/09/2023
7 R —
Date of Production Representative of batch
5 B o FE R .
Batch No./Serial No. Sample Quantity 500mm > 500mm, 5 $ Pieces
FEAIRA UL HATC

Sample description

Appearance Normal

Lia e SR

Judgment Rules
6 H 39 2023 410 H 19 H~2023 4210 H 20 H
Test Date 19/10/2023~20/10/2023 I AN
VR A VR B4 SR TR 4 A T NS 25
The results of this sample are shown in the summary page of t e’%&ecﬁo result@
K45 I B (3 v
Conclusions Org iwn (s#im 'RI./
Issuing A2 )X
SR | LRI T S BBk T R 26 5 e
Address No.26 Nanmeng Road,Weixing Village,Henglin Town,Wujin District,Changzhou City,Jiangsu Province
1. ZAEE B MZETT R4, A KA MU RAE 157
Information provided by the commission, the tests are only responsible for the sample received.
2. RERKBIFE R, AEFESEHIAMRE .
&E Without the permission of the inspection institution, may some copy report.
. 3. PLEAGISE Rz A g i, TEEIRE RS HilE T H AR
Remarks If the units being inspected has any discrepancy about the above test, please propose after receiving the
report within 15 days.
4. fesedh . HUE B 568 5.
Test place: No. 568,Shen Fu Road
ot Yo Wi R 4B il A A 4%
Approved by Checked by Prepared by

7 L YBL N
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Fr e &5 F S
Test Result Collection
}f —_— Fa i £ 5
=l Wi N _ Test Results _ I BT
NO. Test Items Standard %ﬁ%%m ﬁi%iﬂiiﬁ%*ﬁ Test Method | Conclusion
Value cover with glass cover without
cover glass cover
5 5
| TeAK B (EWEEL) | CEWREL GB/T ~
CH50H (No obvious (No obvious 17657-2013
change) change)
5 5
5 K LB B (EWEEL) | CEWREL GB/T ~
C,HsOH (No obvious (No obvious 17657-2013
change) change)
5 5
. AR | EmEs | CEMIRAEfR) | GBIT )
KoCr,07 (No obvious (No obvious 17657-2013
change) change)
5 5
\ LI | EmeAst) | CEMEs) | GBI )
C4HgO2 (No obvious (No obvious 17657-2013
change) change)
5 5
. 2B T .| cmum) | CEMBER | GBT )
to=un g | CHaCOO(CHz)sCHs No obvious (No obvious 17657-2013
%%E gﬁiignzz, toﬂ& — . chansge) chansge)
. staining ,grade ?Bﬁégigﬁﬁ i ~ (TCH 2% | (R0 GB/T ~
" (No obvious (No obvious 17657-2013
C10H1004 change) change)
LR — HIWiE— 7, 5 5
, o ;M | EmEm | Emisw | GBT )
(No obvious (No obvious 17657-2013
Ci2H1404 change) change)
Al — i — 5 5
. o ;M T | Gmemmino | ewmmio | B )
(No obvious (No obvious 17657-2013
Ci6H2204 change) change)
. 5 5
. 2RI | Emeas | cEmRs) | GBI )
C7H140; (No obvious (No obvious 17657-2013
change) change)
LR IE ; ;
" Gimsoom | L | CEMIBE | CEWS%WL) | GBT )
(No obvious (No obvious 17657-2013
CoH1004 change) change)

= LIS G W\
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UL TR SIS
Test Result Collection
FF o &
=] y FRUE(E Test Results SN P,
R 5 H g g Kk | BRIH e
NO. Test Items Standard Mﬁ%m*& *Mﬁ}%m*ﬁ Test Method | Conclusion
Value cover with glass cover without
cover glass cover
5 5
o 2T | e | CEMEE) | GBT B
CsHgO2 (No obvious (No obvious 17657-2013
change) change)
» 5 5
—HR CEHEAZM | CEHEE GB/T
12 -- ; ; -
CsH1o (No obvious (No obvious 17657-2013
change) change)
» 5 5
A (EWEZN | CEWHEE) GB/T
13 - ) . -
C7Hs (No obvious (No obvious 17657-2013
change) change)
. 5 5
ES CEHEAZM | CEHEZM GB/T
14 -- ; ; -
CesHs (No obvious (No obvious 17657-2013
change) change)
5 5
s i | EmgA) | CEMEsf) | GBI B
TR (CH20H), (No obvious (No obvious 17657-2013
%%ﬁm 5 % change) change)
Resistance to 5 5
o | Semmegade | =7 | e | CEMESE) | GBI B
CsH15NO3 (No obvious (No obvious 17657-2013
change) change)
- . _ | cEmmm | GEwaas | GBIT }
(No obvious (No obvious 17657-2013
CsH/NO change) change)
N, N-ZHi%E 2, S S
o - | cEmmm | GEweas | GBIT }
(No obvious (No obvious 17657-2013
C4HeNO change) change)
- 5 5
I (EHRAZN | Co# 2L GB/T
19 -- . ; -
C3HsO (No obvious (No obvious 17657-2013
change) change)
‘ 5 5
1-VR A e (EHRAZN | o2 GB/T
20 -- . ; -
CsH-Br (No obvious (No obvious 17657-2013
change) change)
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e &5 S
Test Result Collection
¥ * GG
] . aRGAIER Test Results S s
i H 5 = Rl i | BRI E
NO. Test Items Standard E‘Eiﬂiiﬁ%*ﬁ ﬂi%iﬂiﬂé%*ﬁ Test Method | Conclusion
Value cover with glass cover without
cover glass cover
1ET B S S
. T | emam | CEWEs) | GBIT )
(No obvious (No obvious 17657-2013
C4H100 change) change)
5 5
” 2HIELTR || (GEMBEHK | CEMEAk) | GBT )
CaH100 (No obvious (No obvious 17657-2013
change) change)
5 5
2 IKE T CEMEAZM | CEHEZ GB/T
NoH,-H,0 B (No obvious (No obvious | 17657-2013 -
change) change)
5 5
9 ek CEMEEWK) | (EWEE | GBT
CeHi1a B (No obvious (No obvious | 17657-2013 -
change) change)
5 5
55 Lk ~ <9(aﬂﬂﬁﬂw> <9(aﬂﬂﬁﬂw> GB/T i
=y CqH100 No obvious No obvious 17657-2013
%%ﬁm o, change) change)
R§51.stance to 5 5
.y staining ,grade — A ~ CREGED, (FEHH BARE) GB/T 3
CH,Cl, (No obvious (No obvious 17657-2013
change) change)
5 5
A it B (G R G R GB/T
27 -- . ; -
Petroleum ether (No obvious (No obvious 17657-2013
change) change)
5 5
IBESRERTS G R G B2 GB/T
28 -- . ; -
CCly (No obvious (No obvious 17657-2013
change) change)
5 5
B R B2 G B2 GB/T
29 -- . ; -
CH,;0 (No obvious (No obvious 17657-2013
change) change)
5 5
“ W | cemEm | EmEas) | GBIT .
mineral oil (No obvious (No obvious 17657-2013
change) change)
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UL TR SIS
Test Result Collection
[f“ . o &
] . aRGAIER Test Results S W
i H = 5 ROl 5% | I e
NO. Test Items Standard E‘Eiﬂiiﬁ%*ﬁ ﬂi%iﬂiﬂé%*ﬁ Test Method | Conclusion
Value cover with glass cover without
cover glass cover
. Y 5 5
y Ol | EmEAs) | CEMEsf) | GBI B
CeH13N (No obvious (No obvious 17657-2013
change) change)
) 5 5
Y I | EmEA) | CEMEsf) | GBI B
CeH7N (No obvious (No obvious 17657-2013
change) change)
5 5
. X | CEmEsmfo | cEm@sas | GBT .
C7HsO (No obvious (No obvious 17657-2013
change) change)
5 5
“ — R | EmEA) | CEMEsf) | GBI B
CeH120; (No obvious (No obvious 17657-2013
change) change)
o 5 5
35 * .| GmEEl | cemakw) | GBT .
=y C1oHs No obvious No obvious 17657-2013
%ﬁmﬁ’?g’% » & change) change)
R§51.stance to 3 5
T | EmEAs) | CEMEsf) | GBI .
TiCls (No obvious (No obvious 17657-2013
change) change)
5 5
. el _ | GEmamto | M) | GBI .
CsH100 (No obvious (No obvious 17657-2013
change) change)
N 5 5
s E R _ | GEmamto | GEm&ss) | GBI .
CH3CH,CH,0OH (No obvious (No obvious 17657-2013
change) change)
5 5
" s _ | GEmamto | M) | GBI .
CsH405 (No obvious (No obvious 17657-2013
change) change)
= R, 5 5
40 PR LA | cEmEm | CEmEas) | GBIT .
CoCl, (No obvious (No obvious 17657-2013
change) change)
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UL TR SIS
Test Result Collection
[f . o &
] . aRGAIER Test Results S W
i H 5 = ROl 5% | I e
NO. Test Items Standard E‘Eiﬂiiﬁ%*ﬁ ﬂi%iﬂiﬂé%*ﬁ Test Method | Conclusion
Value cover with glass cover without
cover glass cover
e 5 5
. WL | GEmEss | GEmEAs | GBIT )
C,HCl3 (No obvious (No obvious 17657-2013
change) change)
5 5
° St || GEMESH | CEME%L | GBT )
CoH1406 (No obvious (No obvious 17657-2013
change) change)
, 5 5
i A i | EmEA) | CEMEsf) | GBI B
C4HuN (No obvious (No obvious 17657-2013
change) change)
5 5
s e | s | GEmiEAs | GBIT )
CsHsOx (No obvious (No obvious 17657-2013
change) change)
5 5
45 i ~ <9(aﬂﬂﬁﬂw> <9(aﬂﬂﬁﬂw> GB/T i
=y C7HsO No obvious No obvious 17657-2013
%ﬁmﬁ’?g’% » & change) change)
R§51.stance to 3 5
‘6 staining ,grade S ~ CREGED, (FEHH BARE) GB/T 3
CeHsNO» (No obvious (No obvious 17657-2013
change) change)
e 5 5
4 Sk _ | Emam | (EwR) | GBIT .
TiCl, (No obvious (No obvious 17657-2013
change) change)
X R GO 5 5
" e | oo | comivseo | o )
(No obvious (No obvious 17657-2013
CoH1NO change) change)
5 5
4 M _ | Emam | (EwR) | GBT .
CsHsO (No obvious (No obvious 17657-2013
change) change)
- 5 5
“ 2T ) (BN | (EWREE) | GBIT B
C,HsS (No obvious (No obvious 17657-2013
change) change)

o |

Pt
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UL TR SIS
Test Result Collection
7 * R
] . aRGAIER Test Results S W
i H 5 5 ROl 5% | I e
NO. Test Items Standard E‘Eiﬂiiﬁ%*ﬁ ﬂi%iﬂiﬂé%*ﬁ Test Method | Conclusion
Value cover with glass cover without
cover glass cover
o 5 5
. Lo2TRLE || GEmER) | (EWIRA) | GBT )
C,H,Cl, (No obvious (No obvious 17657-2013
change) change)
‘ 5 5
“ BT | EmEA) | CEMEsf) | GBI )
CHsBr (No obvious (No obvious 17657-2013
change) change)
5 5
. SRS || CEME%) | (EWE%K | GBT )
CsH4O3 (No obvious (No obvious 17657-2013
change) change)
A3 R > >
“ e | Gmamwn | emmaw | GBI .
(No obvious (No obvious 17657-2013
Ca6H4204 change) change)
5 5
5 ZH ~ <9(aﬂﬂ B <9(aﬂﬂ BA) GB/T i
=y CH,CN No obvious No obvious 17657-2013
%ﬁmﬁ’?g’% » & change) change)
R§51.stance to 3 5
N ECE | GEmEmw | GEMEAK) | GBI :
C4HsO (No obvious (No obvious 17657-2013
change) change)
5 5
- KRR || CEMEZM | CEWE%k) | GBT .
C14H1202 (No obvious (No obvious 17657-2013
change) change)
5 5
. UKL _ | Emam | (EwR) | GBIT .
CH,COOH (No obvious (No obvious 17657-2013
change) change)
5 5
“ —Hietbk _ | Emam | (EwR) | GBT .
CS, (No obvious (No obvious 17657-2013
change) change)
R 5 5
0 i _ | Emam | (EwRk) | GBIT .
HCOOH (No obvious (No obvious 17657-2013
change) change)

RS

i1 «4H- %
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e &5 S
Test Result Collection
FF o &
= . FRUEE Test Results N N
o 3 5 TR E T Rl ik | BATHIE
NO. Test Items Standard Mﬁ%m*& *Mﬁ}%m*ﬁ Test Method | Conclusion
Value cover with glass cover without
cover glass cover
- 5 5
o LS | GEmEm | CEmERK | GBI )
C:3He0s (No obvious (No obvious 17657-2013
change) change)
o 5 5
& = R ~ (EHEEL) | CEREEL GB/T ~
CHCI, (No obvious (No obvious 17657-2013
change) change)
1, 1, I-=824 5 5
6 5 | GEmEs | GEwiEA | GBIT )
e (No obvious (No obvious 17657-2013
C2HsCls change) change)
1, 1, 2- =% 5 5
o " | cememwm | B | GBI )
e (No obvious (No obvious 17657-2013
C2H.Cls change) change)
IR AR S S
. i (W) | CEMEAER) | GBT
5 Karl Fischer - ; - —
ETHST, % (No obvious (No obvious 17657-2013
; U reagent change) change)
Resistance to 5 5
o staining ,grade 1, -2k (IR AR L) B R AL GB/T
C2H4Cly - (No obvious (No obvious | 17657-2013 -
change) change)
o 5 5
ey (EHRAZW | o2 GB/T
67 -- ; ; -
CoHoCly (No obvious (No obvious 17657-2013
change) change)
- 5 5
1-F (EWEEN) | CEHEEL) GB/T
68 -- ; ; -
CgH150 (No obvious (No obvious 17657-2013
change) change)
» 5 5
ENL (EHRAZN | Co# 2L GB/T
69 -- ; ; -
C12H100 (No obvious (No obvious 17657-2013
change) change)
KON (EHRAZN | o2 GB/T
70 -- ; ; -
CsHs (No obvious (No obvious 17657-2013
change) change)
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o B 45 SRS
Test Result Collection
FF o &5
= . FRUEE Test Results e N,
o 3 5 TR E T Rl ik | BATHIE
NO Test Items Standard Mﬁ%m*& *Mﬁ}%m*ﬁ Test Method | Conclusion
Value cover with glass cover without
cover glass cover
, 5 5
. 2R | Emam | Emam) | GBI )
C2H/NO (No obvious (No obvious 17657-2013
change) change)
S T 26 5 5
. @2 || CRMRAME) | CEMEAMD | GBIT )
LED) (No obvious (No obvious 17657-2013
CoHL0 change) change)
5 5
2-TFd (EHEAL | (EHEE) GB/T
73 - : : -
C,Hs0 (No obvious (No obvious 17657-2013
change) change)
1- g2 it 3 5
74 v | L | MR | CEWEER) | GBI )
7t (No obvious (No obvious 17657-2013
CsHNO change) change)
2,2,-=HHEK 5 5
s N b | cememwm | cemame | GBT )
KI5 G, 2% (R¥F8) (No obvious (No obvious 17657-2013
Resistance to change) change)
L. CsH1s
staining ,grade 5 5
—HAEHA (EHEZL | (EHEE) GB/T
76 - : : -
C,Hs0S (No obvious (No obvious 17657-2013
change) change)
P 5 5
AR (EHEZL | CEHEZ) GB/T
77 -- . ; -
C7H/Cl (No obvious (No obvious | 17657-2013
change) change)
R 5 5
LRI (EHEZL | CEHEZ) GB/T
78 -- ; ; -
C4Hs03 (No obvious (No obvious | 17657-2013
change) change)
‘ 5 5
M e G R G RA2 ) GB/T
79 -- . ; -
CsHsN (No obvious (No obvious 17657-2013
change) change)
5 5
A i (EHEZL | CGHEZ) GB/T
80 - : : -
C3HsO (No obvious (No obvious 17657-2013
change) change)

RN T 4
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UL TR SIS
Test Result Collection
FF o &
= . FrElE Test Results sy N,
R 5 H g g Kk | BRIH e
NO. Test Items Standard Mﬁ%m*& *Mﬁ}%m*ﬁ Test Method | Conclusion
Value cover with glass cover without
cover glass cover
) 5 5
A CEHEAZM | CEHEE GB/T
81 - ) ; -
C,HsN, (No obvious (No obvious 17657-2013
change) change)
" 5 5
37%h R CEHEAZM | CEHEE GB/T
82 - ) ; -
HCI (No obvious (No obvious 17657-2013
change) change)
" 5 5
50%HH R CEMEAZM | CEHEZ GB/T
83 - ) ; -
HNOs (No obvious (No obvious 17657-2013
change) change)
N 5 5
IR CEHEAZM | CEHEZM GB/T
84 - ) ; -
HsPO4 (No obvious (No obvious 17657-2013
change) change)
" 5 5
s 98% iR CEMEAZM | CEHEE GB/T
TR H,SO4 (No obvious (No obvious 17657-2013
%%ﬁm 5 R change) change)
Resistance to 3 5
g | Siming grade BEL | EmESZM | CEMEAM | GBT B
HCIO, (No obvious (No obvious 17657-2013
change) change)
N ) oy 5 5
- VIR (EHEEL | CEHEZ) GB/T
HsPO, - (No obvious (No obvious | 17657-2013 -
change) change)
N Ly 5 5
- IR CEHEARN | e R GB/T
NaClO - (No obvious (No obvious | 17657-2013 -
change) change)
o 5 5
AR (EHEZL | CGHEZ) GB/T
89 -- . ; -
HBr (No obvious (No obvious 17657-2013
change) change)
AR (EHEEL | CEHEZ) GB/T
90 -- ; ; -
HF (No obvious (No obvious 17657-2013
change) change)

NI X, R S
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o B 45 SRS
Test Result Collection
Eh ) for i 2
o . aRGAIER Test Results S W
Ao T 5 = 5 Bk | BRI
NO. Test Items Standard E‘Eiﬂiiﬁ%*ﬁ ﬂi%iﬂiﬂé%*ﬁ Test Method | Conclusion
Value cover with glass cover without
cover glass cover
5 5
o1 30%id S AL A (G A0 (G AR 10D GB/T
H,O, - (No obvious (No obvious 17657-2013 -
change) change)
= 5 5
9 2K (G A0 (G A1) GB/T
NH,-H,0 - (No obvious (No obvious | 17657-2013 -
change) change)
- 5 5
03 RS (G A1) (G A1) GB/T
FeCl, - (No obvious (No obvious | 17657-2013 -
change) change)
[EETONIRN 5 5
o 0 VR | cememm | cemame | GBT )
C6H1sN5CIS (No obvious (No obvious 17657-2013
change) change)
5 5
o5 TRAL BN (G A0 (G A1) GB/T
vy Na,S - (No obvious (No obvious 17657-2013 -
%%ﬁm o, change) change)
R§51.stance to 5 5
staining .grade | gy 2 (EWRAEWR | CEMEEL) | GBI
%6 CatH1505S - (No obvious (No obvious 17657-2013 -
change) change)
5 5
FrERIR (TG 2210 (TG 2240 GB/T
97 -- ; ; -
CeHs0, (No obvious (No obvious 17657-2013
change) change)
5 5
08 AT S I 3 (TC B4R 10 (TC A% 10 GB/T B
CsH120 (No obvious (No obvious 17657-2013
change) change)
5 5
TR (TC B4R 10 (TC A% 10) GB/T
99 - : : -
CuSO0, (No obvious (No obvious 17657-2013
change) change)
=5 > >
100 CEGD 3 (e A% 10 (TC A% 10) GB/T B
(No obvious (No obvious 17657-2013
CHCls change) change)

4

~N YT
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UL TR SIS
Test Result Collection
[f o &
NO s Sandud | R | AR | L | W
) Test Items . . Test Method | Conclusion
Value cover with glass cover without
cover glass cover
5 5
o 0%FERN | | CEME% | CEMEEL) | GBIT )
KMnO4 (No obvious (No obvious 17657-2013
change) change)
5 5
o S S | EmEat) | CEWEA) | GBT B
CH4N,O (No obvious (No obvious 17657-2013
change) change)
JE 5 5
103 AL | EmEat) | CEWEA) | GBIT B
MgCl, (No obvious (No obvious 17657-2013
change) change)
i 5 5
104 L .| e | cEmame) | GBT )
vy iodophor No obvious No obvious | 17657-2013
%ﬁmm% » & P change) change)
Resistance to
ini d IRIRAL 5 S
| staining ,grade oo (EWRABN | CEWRBML GB/T
05 (L2750 - (No obvious (No obvious 17657-2013 -
CaoH10BraHgNa20s change) change)
5 5
R =T s CEMEAZM | CEHEZ GB/T
106 - ; ) -
C12H704P (No obvious (No obvious 17657-2013
change) change)
) 5 5
ZIET M (EHRAZW | o2 GB/T
107 - ; ) -
CgH1oN (No obvious (No obvious 17657-2013
change) change)
2-(H&EH) 2 S S
o e | Gemameo | Gewmsawo | o )
(No obvious (No obvious 17657-2013
C;HoNO change) change)
1. ARt WA AR SO
The report is committed to the Chinese version.
2. RS R IS5 RRR NER S~FH 1, FH 5 R
T Results of the resistance to staining is expressed as grade 5 ~ grade 1, grade 5 is best.
Explanation | 3+ MRIERICT R, RMMti5 Rt aetZ I GB/T17657-2013 H 4.40 HYZRBATINA, KIED TR A
FAh IS [R] 24h
According to the client's requirements, resistance to staining be tested in accordance with the
requirements of 4.40 in GB/T17657-2013, and the contact time shall be 24 hours according to step A.

JC/BG 6-063-2022
(RS WEGEHD
(End of report)
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